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Percent Size Distribution of QD Particles/Aggregates Measured by 

Dynamic Light Scattering (DLS) 
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43 7.55 

   

36.1 10.35 

   

30.4 13.67 

   

25.55 15.64 

Median Hydrodynamic 

Diameter= ~29 nm 

 

Median Hydrodynamic 

Diameter= ~50 nm 

 


